FILM INFORMATION

Opacity of Crisper®
Type Typical Value (%)
K1211 50pum  (2mil) 90.2
K2411 50 um (2mil) 92.3
K2323 100 um  (4mil) 95.8
K2323 188 um (7.5mil) 98.6
K2323 250 um  (10mil) 99.1

Test Method: JIS P8138

Remark: Above data is typical value, not guaranteed.




